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FORM 18
| ] ERSEV TESIEJG LA%RATORIES EZC
- ENGINEERS, LABORATORY AND INSPECTION SERVICE S=-3344
154-136 WRIGHT STREZET At MieCarter Highwey NEWARK, N, J. :
: o : . v ATCO, N. 4. OMIC2
. o BOUTE 230, WHITIHORSE 21Xz
10 = 1 = 74 ,
........... 15b Repoz of  Test oo xM-1439
j , N —
CLIENT: Rovic Construction €6mpany
FOR- Mercury determination :
Lab.# - : Identlflcatlon ‘ N : ¢ Mercury .
~ C-49957 . D-4, s-1, Ot=1t, | 0.152
. c-49958 D-b, s-2, 1%-2'., - o] 1.748
©-49959 pD-4, s-3, 2'-3t,  TTTOT o 0,228
© c-49960 - D-5, S-1, O'-1"'. S - 2,280
C-49961 , D-5, S-2, 1!'=-27, B - | 0.722
c-49962 . E-1, S-1, 6"=1'. . . 0,214
c-49963 . E=1, S=2, 1'=2', o .. -~ S 0,798
c-49g6L E-1, S-3, 2'-3"'. o . 0.A475
C-49965 © E-2,78, 1r-2t. 00 0.3k2
C-49966 o E=2y S-2, 2'-3%., - . 0.798
C-49967 E-3, S-1, 6"=1", o ‘ , 4,845
C-49968 E-3, S-2, 1'-21, ' B S 1.083.
C-49969 . E-3, S-3, 2t-31, N . 0.247
c-49970 . E-bL, S-1, O'=11, - . ouwrs
C-49971 BE-4, s-2, 11224, T . 2.375
c-49972 E-4, s-3, 2'-3'. - . . " 0.627
c-49973 "E-5, S-1, 6"=1'. -~ g 5.5
C-49974 E-5, S~-2, 1!'-2', R . B.rso
C-49975 E-5, S-3, 2v-3'. ' - 0.760 .
C-49976  F=1, S=1, O'=1'., o . 9.975
c-49977 . F=-1, S=2, 11-2', . - o 0.247
C-49978 F-1, =3, 2'-3'. - - 0,190
c-49979 F-2, S-1, 6n-1t, E : - 0.47s .
C-49980 F-2, S-2, 1'-2', Lo - 0.190
c-49981 F-2, S-3, 2'-3', LT . 0.190
C-49982 F-3, S-1, 6"=1'6", 0.399
c-49983 F-3, S-2, 1'6"-216", : - 0.161
Cc-45984 F-3, S-3, 2'6"-3', - - o 0.636 .
c-49985 F-4, S-1, Ot=1', ..~ - 0.076
C-49987 | F-4, s-3, 2'-31, _ = - 0.323
c-49988 F-5, S-1, O'=1'. o 1.710
C-49989 F-5, S-2, 11'-21, S . 11.305
- c-499%0 ~ F-5, $-3, 2'-3'. o 1hk.250
© C-49991 G-1, S-1, 6%-1!, - : " 0.380
c-49992 - G-1, S-2, 1'-2°'. N - - 0.143
c-49993 G41;'S-3,42'—3' sl : 0.285
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FORMN 14

: o ENGINEERS, LABORATORY AND INSPECTION SERVICE . = S-3344
154-156 WRIGHT STREET At bleCaser Highwsy NEWARK, N. J.
: S - "ATCO, N. 1. omcE
' o - . BOUTE 230, WAITEHORS? PiXe
10- i- 74 o ‘
v1st nw,d: .‘>Tést : ‘ co _ » - . sl .NtL NM-~-1439
CLIENT: o Rovic Constructlon Company -
FOR: ‘ _ Mercury detérmination - _
Lab# _ . _Idehtificatioﬁ o  : - o ],-;'- % Mercury
c-49994 . G=2, S=1, 6"=1', . . 0J100
c-49995 . G-2, S-2, 1'-2', . . . 0.095
C-49996 G-2, S-3, 2'-3'. STEEmRSTT 0 ..04323
c-49997 ~  G-3, S=1, 0'-1', o 3,726
'c~-49998 . ' G=3, S=2,.1'=2', - e A 1.900 :
- €c-49999 ' G-3, S-3, 2'*-3', - - 0.162. .
' ©-50000 - G=4, S=1, 6"-1'. . - - - 0,304
C-50001 o G=b, S-2, 112", B S 1,102
C-50002 - G=h, 53, 2'-3'. . S 0.1kh
C-50003 = G=5, S-1, O!=1"', o o - 0.162
C-50004 = G-5, S=2, 11=2',7 L L 1.292
C-50005 - G-5, 5=3, 2'-3'. - - | o o 2.413
" ¢-50006. - .H-1, S-1, O'=1', .. 0.180
c-50007 .- H=-1, S=-2, 1!'-21, . : o 06152 -
C-50008 ~  _H-1, S=3, 2'-3'.. ..~ . " - 0.285 -
C-50009 . H-2, S-1, O'-1%v, - _ . . lo.24s7 -
C-50010 H=-=2, S=2, 1'=2', .t h2s .
C-50011 - .- H-2, S§-3, 2'=3'. .. ‘04152
C-50012 - . H-3,.S-1, 6"Z11, L ', 0,009 .-
C-50013 . = H-3, S-2, 1t-2'. = . o o 0.005
€C-50014 .~ H-3, S-3, 2'-3', 04152
C-50015 . H-4, s-1, 6"-11, S 4 .. 0.007
C-50016 . H=-4, S-2, 11-2"', o _ 7 0.007
C-50017 . H-4, $-3, 2t-3'., - - - . 0,003
. €-50018 H-5, S=1, O'=1%'. .~~~ 0.756
€C-50019 . ~  H=5, S-2, 1'-21!, . - o.950
C-50020 ~ H-5, S-3, 2'-3' - - - 1.083

Note: . Sample will be dlscarded 1f not plcked up by cllent' |
reprnsentatlve within thlrty (30) days. :

o _— -Respectfully submitted,
Chemist: /'/, /V C//‘Q—'LM‘/) o : JERSEY TESTING LABORATORIES INC.
- M.N. Elsaady ,6 o : ' ‘
‘Tech.: S.B., J.T.

: : o g Z? VN R
Copies issued to: : B '_;’{2/”’/4,; j;Z,;
3-Rovic Construction Company - . BY: ‘ ./_. y /\

911 Bergen Avenue
Jersey City, N.J.
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